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ABSTRACT 
An inventory is presented of the recoilless rifles and mounts 

manufactured by Firestone Defense Research Division for its own 
research and development activities. 

The main revised features of a new T137 rifle are described. 
The rifle is to be released for manufacture in April. 

An aluminum T152E4 mount is being made. 

The design of a firing system for the ONTOS vehicle has been 
completed. 

Projectiles of the T138E57 type, for evaluating the effect upon 
flight behavior of spin rate and center of gravity location, have 
been manufactured and long range firing tests are being arranged. 

The fin-opening piston for the T119 projectile has been redesigned 
and tested.    The piston is illustrated and the test data presented. 

A laminated cartridge case liner for the T119 cartridge assem- 
bly has been developed and tested. The liners are shown and pre- 
liminary test results presented. 

An accuracy firing with a revised T119 projectile having fins 
two inches shorter than normal is reported. Additional tests with 
short fins are planned. 

Data are presented for the penetration-standoff behavior of a 
90mm size cone of the DRB398 type. 

The effect of standoff on drawn, recoined and machined liners is 
described.    The inspection and penetration data are given. 

A program to evaluate the performance of composite or bimetal 
cones has been completed and the results are presented. 

The T267 superquick and delay fuze has been redesigned to im- 
prove ease of initiation. The revisions are illustrated and test re- 
sults described. 

Tests conducted with TZ23E2 mechanical superquick and delay 
fuzes are reported. 

Functioning tests of the DRA726 nose element in T138E5 7 and T119 
Ell HEAT projectiles were conducted at Aberdeen Proving Ground. 
The tests are summarized. 

A summary is presented, listing the items delivered to speci- 
fied government agencies for their evaluation and use. 
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THE WEAPON SYSTEM 

mounts,  manufactured by Firestone, have 
been delivered to other installations for 
their own use and these are recorded 
in the final section of this report. 

An inventory of T137 rifles a-'i T152 
mounts, manufactured by r"iresi.one Dt- 
fense Research Division for its own 
research and development activities, is 
given in Table I.    Additional rifles and 

Table I 

Inventory of Recoilless Rifles and Mounts 
Manufactured by Firestone and Usod in Hosmarch and Development Aeitvitios 

of Defense Research Division 

Rifle or Mount Location Commentf 

RIFLES 
T137E3 Rifles 

Serial Nos.   1 &  2 Akron Returned from Fort Benning 
No.   13 Aberdeen Proving Ground Test Facility 

Nos.   21  & 22 Akron For Spare Parts 

T137E2 Rifles 
Serial  No.   1 Akron For Spare Parts 

No.   2 Erie Ordnance Depot Test Facility 

T137E1 Rifles 
Serial Nos.  1, 2 & 3 Usable parts removed and remainder scrapped 

No.   4 Watertown Arsenal Metallurgical  Study 
Nos.   5 ,6,   7 Usable parts removed and remainder  scrapped 
No.   8 Akron Held for historical value 

T137 Rifle 
Serial  No.   1 Usable parts removed and remainder scrapped 

MOUNTS 

T152E5 Mounts 
Serial Nos.   1 and 2 Akron 

No.   3 Aberdeen Proving Ground 

T152E3 Mounts 
Serial No.   1 Usable parts removed and remainder  scrapped 

Nos.   2 &  3 Converted to E4 
No.   4 Usable parts removed and remainder  scrapped 

T152E2 Mounts 
Serial Nos.   1 and 2 Usable parts renr      d and remainder  scrapped 

T152E1 Mount 
Serial No.  1 Usable parts removed and remainder  scrapped 

T152  Mount 
Serial No.   1 Usable parts removed and remainder  scrapped 
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The T137 Rifle 
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The T152 Mount 

Drawings of a redesigned TI37 rifle 
(desciibed in Thirty-First Progress Re- 
port) will be released for manufacture 
during the month of April. The basic 
design features of the T13VE3 rifle have 
been retained with the following revisions: 

(1) The chamber contour has been 
changed in the attempt to improve gas 
flow in the chamber. 

(2) The breakdown joint has been made 
selective, so the rifle may be removed 
from the cradle in one piece if desired. 

(3) A gas seal has been incorporated 
into the breakdown joint. 

Preliminary firings at Erie Ordnance 
Depot show the seal to be effective. Addi- 
tional tests are planned. 

A new mount is being made of alumi- 
num. The carriage has the same basic 
design as the T152E4 mount but two tri- 
pods are planned. One tripod made en- 
tire'/ of aluminum has two wheels for 
man-tow on the ground; the second is the 
standard T152E4 light weight steel tripod. 
This mount has a new firing control sys- 
tem which requires much less trigger 
effort to fire either the major or minor 
caliber rifle. 

The ONTOS Firing System 

The design of the firing system for the 
ONTOS vehicle, outlined in the Thirty- 
First Proflress Report,has been completed. 
All parts necessary to equip one vehicle for 
test have been ordered and are scheduled 
for completion by April 15. When completed 
the system will be installed on a vehicle at 
Aberdeen Proving Ground for test. 

Future Program 

1. Continue test firing to evaluate the 
gas seal at the breakdown joint. 

2. Continue test firing in pressure- 
station rifle. 

3. Prepare new design layouts of rifles 
and mounts for ultimate BAT system. 

4. Redesign the spotting rifle mount 
to use a T45 spotting rifle. 

5. Complete calculations, now in pro- 
cess, to determine the ballistic require- 
ments for the ultimate BAT system ob- 
jectives. 
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~1 

CONFIDENTIAL 

T138  PROJECTILE 

Projectiles tor determining the effect long range accuracy tests. Adequate 
of center of gravity location and spin range facilities are available at Aber- 
rate on the accuracy of the T138 pro- deen Proving Ground and a request frr 
jectile (Twenty-Ninth Progress Report) authorization to carry out these tests 
have been manufactured. The future at that place is being formulated, 
program  is being amplified  to include 
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T119 PROJECTILE 

Design of Fin-Opening Piston, 
P-84787C 

The Thirtieth Progress Report pre- 
sented data showing that the fin-cpening 
piston, DRB198, had marginal strength 
when used without heat treating but was 
satisfactory after a suitable heat treat- 
ment. The piston has been redesigned 
as shown in Fig. 1. The more generous 
radii and greater wall thickness of the 
new design have increased the strength 
considerably and heat treatment is not 
required. 

These new pistons were tested at Erie 
Ordnance Depot by firing five projectiles, 
T119E11, at 115% of service pressure. 
The pistons were not heat treated. Yaw 
card measurements of the fin cuts and 
an inspection of the recovered pistons 
showed them to be satisfactory. The 
firing data are presented in Table II. 

Cartridge Case Liner Development 

The cartridge case liner used at the 
present time in the T119EU round con- 
sists of an inner viscose rayon sleeve 
and an outer polyethylene sleeve which 
are sewed and heat-sealed, respectively, 
to polyethylene end rings to form a single 
assembly. A study is being conducted 
in an effort to improve this liner, DRC479, 
with respect to ease of manufacture, ease 
of assembly to the cartridge case, better 
complete round sealing, and better resist- 
ance to powder abrasion. Combining 
the rayon and polyethylene into a single 
laminated sheet appeared a promising 
means of accomplishing these objectives. 
It was learned that Picatinny Arsenal had 
a laminated liner consisting of a sheet 
of viscose rayon, sandwiched between 
sheets of polyethylene, under development. 
A liner incorporating such a laminate has 
been prepared for the T119E11 cartridge 
and is shown in Fig.  2. 

.155     -4^~     — 107 

NCWDCSION P8*787C OLDOESISM DSCH8 

Fig.   I.    Cross Sections of  Fin-Opening  Pistons. 
For   Ti 19  Projactil«. 
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FJg. 2.    Laminated Cat* Liner for TII9EM   Cartridge. 
Firctton*  Dr.winq  No.  DRCS4S. 

Two samples of laminated polyethylene 
rayon, 4.60 and 4. 73 ozs/sq yd, were 
obtained for preliminary testing. The 
sheets were heat-sealed to form simple 
tapered sleeves which conformed to the 
inside of the T53E1 cartridge case. The 
liners were tested to determine their 
effect on gun ballistics and »,o determine 
whether burning of the liner was complete. 
The present liner, DRC479, was used 
as a control. The tests were fired in 
conjunction with fuze tests and the range 
data are given in Table III. The internal 
ballistic data are summarized in Table 
IV. 

The different case liners did not cause 
any appreciable difference in either muzzle 
velocity or peak pressure but there were 
slight differences in recoil. 

The laminated sheets did not burn as 
completely as the DRC479 liners, but 
the few fragments which remained in the 
gun did not interfere with loading. A 
laminate with lighter rayon, 3 ozs/sq yd, 
is being made for additional tests. 

Samples of the new laminated liners 
(DRC545), as shown in Fig. 2, are being 
manufactured and should be available 
for tests during April 1953. 

Accuracy   of  T119   Projectiles   With 
Short Fins 

To evaluate the effect of fin length 
on projectile performance, a group of 
standard T119E11 projectiles were modi- 
fied by cutting 2 inches off the trailing 
tips of the fins. The standard fin is 8.92 
inches long. The short-finned projectiles 
were fired alternately with T119EU pro- 
jectiles at a target placed at 1049 yards. 
The  range data are  given in Table  V. 

The accuracy of the short-finned pro- 
jectiles compared favorably with that of 
the T119E11 projectiles. For twelve TU9E11 
projectiles, the probable error of the 
dispersion was . 35 mil "ertical and . 81 
mil horizontal. For nine short-finned 
rounds, the probable error of the dis- 
persion was .67 mil vertical and .45 mil 
horizontal.    One shor*-fumed round has a 
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very low v-locity and when the vertical 
impact point for this round is corrected 
to the mean velocity of the other eight 
rounds, the probable error of the vertical 
dispersion is reduced to .33 mil. 

These results with the short-finned 
round are very encouraging and pro- 
jectiles with still shorter fins are being 
prepared for tests. 

Prorsctile Shipments 

T119 projectiles manufactured by Fire- 
stone and shipped to other installations 
for purposes not controlled directly 
by Firestone Defense Research personnel 
and where custody is transferred are 
listed in the final section of this report 
- Manufacturing Summary. 

Future Program 
1. The study of the effect of fin length 

on T119 projectile accuracy will be con- 
tinued. A group of projectiles with fins 
shortened four inches has been ordered. 

2. The manufacture of projectiles with 
long and short ogives is continuing. These 
projectiles will be used to determine the 
effect of ogive length on flight character- 
istics. 

3. Twenty multipiece cases, M32, 
have been obtained and some of these 
have been heat-treated. These cases 
will be tested for strength to determine 
if they are suitable for BAT ammunition. 

4. Projectiles with fewer than six 
fins will be tested. Components for four- 
finned and five-finned projectiles are 
being manufactured. 

CONFIDENTIAL 
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Toble IV 
Interned  Ballistic Data 
Cartridge Cose liner 7m*t$ 

~1 

Round 
No. Liner Recoil Internal 

M3 
Muzzle 

Velocity 
(in.) Pressure (ft/sec) 

1 T119 DRC479 3 3/4R 9,900 1626 
2 14 1/2 R 8,750 1628 
3 5 1/4 R 9,700 1597 
4 13 3/4 R 9,000 1604 
5 3 1/2 R 10,000 1633 
6 7 1/4 R 9,500 1636 
7 13 3/4 R 9,550 1631 
Average                                          8. 82 R 9,500 1622 
8 Type A 13 R 9,850 1632 
9 ii 6 R 9,600 1604 
12 ii 6 1/2 R 8.950 1606 
13 II 12 1/4 R 9,700 1657 
14 II 10 1/4 R 10,050 lb49 
Average                                             9. 6 R 9.600 1630 
10 Type B 7 1/4 R 9,550 1600 
11 II 11 R 9,700 1628 
15 it 6 R 9,500 1615 
16 II 13 1/4 R 9,250 1636 
17 II 8 1/4 R -- 1624 
Average                                          9. 15 R 9,500 1621 
Notes: 

Liner DRC479 - separate sleeves - polyethylene . 005 in. 
thick and rayon,  5.00 to 5.75 ozs/sq yd, Spec.  PA-PD-29. 

Liner Type A - laminate of rayon,  4. 73 ozs/sq yc ,  between 
polyethylene sheets,  .002 in.thick. 

Liner Type B - laminate of rayon,  4. 60 ozs/ sq yd,  between 
polyethylene  sheets,  .002 in.thick. 

10 
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Scaling Studies 

The penetration-standoff behavior of 
DRB398 copper cones, modified by cutting 
off the base to a diameter r-uitable for use 
in a 90mm projectile, was described in 
the Twenty-Fifth Progress Report. This 
program has continued and the penetration - 
spin rate studies have been completed. 
The cones and test assemLiies,   Figs. 

CONFIDENTIAL 

PENETRATION STUDIES 
3 and 4, employed in this program are 
identical with those used in the standoff 
study. The penetration data are shown 
in Table VI and in Fig. 5. The behavior 
of the unmodified 105mm cone and charge 
is also shown in Fig. 5 for comparison. 
There is nothing unusual in these data; 
the loss in penetration caused by rotation 
is abo:it that to be expected. 

Th>* P*r* m6dm  -from 

P*rt  N». DOB 39a-3 

Fig.   3.    Modified  DRB398  Cone. 

^^^\\\ \V\\\\\!kVvT\\\T\ 

Fig.   4.    T6st   Assembly  for  90  mm.  Tests. 
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Table VI 
Penetration Data 

90 mm.  Test Projectiles 

1 

Round No 
Concentricity 
ConeTipTI R. 

Lbs 
Com p. 3 

StonoV 
(in. 

9ote 
(rev,    :) 

Penetrotion 
{inches MS) 

Max-, 
Spread 

(in) 
Std.Dev 

(in.) 
MRI 18 
MRI  19 
MRI 20 

.007 

.004 

.017 

1.76 
1.78 
1.76 

6.5 
6.5c 
6.50 

0 

0 

J6.94 
16. 18 
16.06 

Avg.   16.39 0.88 ±.48 

MRI 21 
MRI 22 
MRT 23 

.025 

.019 

.018 

1.80 
1.76 
1.76 

6.50 
6.50 
6.50 

15 
15 
15 

14.75 
15.94 
low order 

1.19 Avg.    15.35 

MRI  15 
MRI  16 
MRT  17 

.014 

.007 

.012 

1.74 
1.76 
1.78 

6.50 
6.50 
6.50 

30 
30 
30 

11.31 
11.75 
11.38 

Avg.    11.48 0.44 ±.?4 

MRI  12 
MRI  13 
MRI   14 

.013 

.010 

.025 

1.78 
1.78 
1.76 

6.50 
6.50 
6.50 

45 
45 
45 

7. 18 
8.25 
9.62 

Avg.     8.35 2.44 ±1.22 

Notes: 
1. DRB398 drawn copper cones modified to 3.109 inches base diameter. 
2. Penetration Test Base Elements were used.    See Fig. 12,  Twenty-Third 

Progress Report. 
3. Loaded at Ravenna Arsenal,   BAT Lot No.  26,  with Composition B from 

Holston Lot No.   3-126. 
4. Tested at Erie Ordnance Depot. 

nizfgii iHiliPli!l!ll!lfP!ilP4P»i - p !-{iiilnl!p|ilWW 
Fig.  5.    Penetration Versus  Rotation. 

MSI   90  mm.  T«it  Pfu|«c»ii»;   105  n—    Ceitrolt. 
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Effect of Standoff 
Drawn, Machined and Recoined Cones 

Three types of copper cones, each 
representing a different type of manu- 
facturing history, have been tested for 
penetration into mild steel target placed 
at various standoff distances. The cone 
types are as follows: (1) drawn from 
copper strip, (2) drawn from copper strip 
and '•ecoined between matching steel dies 
at a total load of 900 tons, and (3) ma- 
chined from hard drawn copper bar. The 
"as drawn" copper cones are given three 
coining operations in the normal course 
of operation, but these are at a maximum 
load of about 125 tons. At such loads 
the walls are straightened but the copper 
does not flow and the "structure" of the 
cone is essentially that of the initial plate. 
The "recoining" operation at high pressure 
causes a considerable amount of flow of 
the copper and it is therefore assumed 
that the structure is considerably differ - 
ent from that of the initially drawn cone. 
The machined cones have the structure 
of cold drawn copper bar from which they 
were made and this is, of course, differ- 
ent from either the drawn or recoined 
cones. From the point of view of trans- 
verse structural symmetry, however, 
the machined cone should be the most 
uniform, followed in order by the re- 
coined cones and the drawn cones. 

The inspection data are shown in Tables 
VII to IX, inclusive, and the penetration 
data in Tables X to XII, inclusive. The 
penetration-standoff curves for these 
cones are shown in Fig.  6. 

The inspection data show quite clearly 
that the machined cones are much more 
precisely made than either the drawn or 
recoined cones, but they do not disclose 
any improvement in the dimensional pre- 
cision of the drawn cones as a result of 

the recoining operation. However, a 
visual comparison of the drawn and re- 
coined liners does disclose one differ- 
ence which may be of importance. The 
wall wavintsr in the "as drawn" cones 
occurs as a series of more or less shirp 
steps, but in the recoining operation these 
steps are smoothed out and cannot be de- 
tected without instruments. 

The penetration data show striking 
differences in the performance of these 
three series of cones at long standoff 
distances, but little difference at short 
or optimum standoff. The optimum for 
these cones and test assemblies is 15 
inches (4. 5 CD.) and at this distance 
the penetration for all cones averages 
21.5 inches of mild steel (6.5 C.D.). 
At a standoff of 42 inches (12. 7 C.D.) the 
average penetration of the machined cones 
is 20.5 inches, the recoined cones, 17.5 
inches and the drawn cones, 13.2 inches. 
As the standoff increases beyond the opti- 
mum the penetration data show an increas- 
ing scatter - the good penetrations are as 
high as at the optimum standoff but the 
number or proportion of bad penetrations 
increases. It is thought that slight im- 
perfections in the symmetry of the cone 
geometry and structure cause the jet to 
waver and that at long standoffs, where the 
jet has broken into particles, the waver 
causes a scattering of the jet which in turn 
results in poorer penetration. 

Although there is a striking difference 
in the performance of the drawn and ma- 
chined cones it should be emphasized that 
at standoffs which can be built into con- 
ventional projectiles the drawn cones are 
as satisfactory as machined cones. If, 
however, some sort of proximity fuze 
could bf: developed, or if large spacings 
can be built into spaced armor, the per- 
fection of the machined cone may become 
necessary. 
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Table VII 
Inspection Data For DRB398 Liners 

"As Drawn" Cones 

1 

Wall Thickness - inches Mox.Var. Wall Thick. Mai Wall Waviness Concentricity  (in.) 
Lower Upper Cone No. 

Max Mia Avg Trans Long ID 00 Datum Datum 
Q785 .108 . 104 . 1062 .0015 .0030 .0025 .0015 .0065 .0070 
Q786 .109 . 104 . 1063 .0010 .0050 .0020 .0015 .0020 .0035 
Q787 .109 . 105 . 1068 .0010 .0040 .0015 .0010 .0020 .0015 
Q788 . 107 . 103 .1049 .0010 .0035 .0020 .0015 .0040 .0025 
0789 .107 . 102 .1056 .0010 .0040 .0030 .0015 .0040 .0025 
O790 .109 . 105 .1069 .0020 .0020 .0030 .0010 .0025 .0030 
Q791 .107   j     .103 .1059 .0025 .0040 .0040 .0015 .0015 .0020 
Q792 . 107 . 103 .1051 .0020 .0040 .0050 .0020 .0020 .0040 
0793 . 107 . 104 . 1051 .0015 .0030 .0020 .0005 .0040 .0010 
0794 .109 . 105 . 1070 .0020 .0020 .0020 .0010 .0040 .0030 
Q795 .107 . 103 .1052 .0020 .0025 .0020 .0005 .0040 .0035 
Q796 . 107 . 104 .1058 .0010 .0025 .0020 .0005 .0030 .0025 
Q797 .107 . 104 .1052 .0010 .0030 .0020 .0000 .0025 .0080 
Q798 . 107 .105 . 1060 .0020 .0025 .0025 .0005 .0025 .0065 
Q799 . 108 . 104 .1057 .0020 .0040 .0040 .0010 .0020 .0015 
O800 .107 . 105 . 1061 .0020 .0015 .0020 .0005 .0020 .0055 
Q801 .107 . 104 .1058 .0025 .0025 .0020 .0010 .0025 .0030 
O802 . 108 . 106 .1072 .0015 .0020 .0025 .0025 .0035 .0065 
Q803 . 108 . 104 .1063 .0025 .0040 .0030 .0030 .0025 .0015 
Q804 .108 .104 .1061 .0020 .0030 .0030 .0015 .0025 .0065 
O805 . 108 . 105 .1067 .0030 .0020 .0010 .0015 .0040 .0015 
Q806 .107 . 105 . 1060 .0010 .0020 .0030 .0020 .0015 .0010 
O807 .106 .102 . 1039 .0015 .0040 .0030 .0020 .0020 .0035 
O808 .109 .102 . 1046 .0030 .0060 .0065 .0010 .0080 .0060 
O809 . 108 . 105 .1069 .0015 .0030 .0020 .0020 .0020 .0085 
O810 . 106 . 104 . 1053 .0020 .0015 .0030 .0010 .0035 .0070 
0811 .107 . 103 . 1048 .0015 .0040 .0030 .0030 .0020 .0050 
0812 .107 . 103 .1052 .0010 .0040 .0040 .0015 .0015 .0030 
0813 .108 .105 . 1068 .0025 .0030 .0025 .0015 .0050 .0060 
Q814 .108 . 103 . 1058 .0020 .0040 .0030 . 0.125 .0030 .0030 
Q815 .107 .107 . 1051 .0025 .0035 .0035 .0015 .0055 .0070 
Q616 . 107 . 102 . 1050 .0030 .0050 .0025 .0020 .0055 .0100 
0817 . 108 .105 . 1068 .0015 .0030 .0025 .0015 .0025 .0070 
0818 .107 . 103 . 1051 .0020 .0040 .0040 .0015 .0010 .0035 
0819 .105 . 102 . 1038 .0020 .0025 .0030 .0010 .0020 .0050 
Q820 . 106 . 104 . 1056 .0025 .0020 .0025 .0010 .0055 .0065 
Q821 . 108 . 106 . 1071 .0005 .0010 .0020 .0010 .0015 .0035 
0822 .108 . 104 . 1062 .0015 .0030 .0030 .0020 .0035 .0035 
Q823 .109 . 103 . 1063 .0040 .0030 .0035 .0010 .0030 .0035 
Q824 . 108 . 103 . 1050 .0040 .0030 .0035 .0010 .0055 .0055 
0825 . 106 . 104 . 1054 .0020 .0020 .0020 .0020 .0045 .0035 
0826 . 108 . 104 . 1064 .0015 .0035 .0035 .0015 .0045 .0040 
0827 . 106 . 104 . 1049 .0010 .0020 .0040 .0010 .0025 .0065 
0828 . 106 .102 . 1046 .0040 .0040 .0045 .0020 .0035 .0015 
Q829 . 108 . 105 . 1064 .0010 .C030 .0020 .0020 .0040 .0045 
O830 . 108 . 105 . 1064 .0020 .0030 .0030 .0020 .0045 .0050 
OS31 .108 . 105 . 1066  |.0020 .0020 .0020 .0015 .0035 .0010 
0832 . 108 . 102 . 1052 .0050 .0030 .0040 .0015 .0015 .0020 
0833 , 109 .105 . 1074 .0040 .0020 .0030 .0010 .0025 .0045 
OS 34 .107         .105      .1061 .0020 .0020 .0020 .0010 .0050 .0060 
Avg. .1075       .1039    .1058    .0020 .0030    .0029 .0014 .0033 .0061 
Std.  De v.     ±.C009     ±.0011 ±.0008 ±.0009 x.0008 1.0014 ±.0006 ±.0015 ±.0029 
Specific ationa: 

.105         .100             --     .0020 .0060    .0060 .0060 .0030 .0030 
Notes: 
1.      Va riatioi. in straightness or thickness o f wall shall not ex ceed >C0 > in any ax al plane. 
2.      Va nation of wall thickness in any trans /erse plane shall tot excee d .002. 
3.     Th e indicated measurement at each dati im is the total ind cator ru nout of the liner's 

out side surface relative to the register diameter.    The d:. fferenee between th< : runout 
at .he two datum planes is an indication of the lack of per >endicula rity of the register 
pla ne and the liner axis. 

4.      Lo *er datum is .484 inch above the bas e; upper datum 3. 202 incht s above ha se. 
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Tnbla  IX 
Inspection Data For DRB398-6 Liners 

/Machined Cones 

~y 

: 

•• 

ContNo. 
Wall Thickntt* (in) Moi Var lot ion W.T. Moi.Woll Wo»ine$« Concentricity 

Lowtr 
Datum 

Upptr 
Datum Max. MM Avg. Trant. Long. ID 0.0. 

FS'627 . 1040 .1020 . 1033 .0010 .0020 .0015 .0005 .0030 .0040 
FS-628 . 1060 . 1035 . 1051 .0020 .0025 .0030 .0010 .0050 .0030 
FS-629 . 1060 . 1040 . 1051 .0005 .0020 .0030 .0010 .0030 .0030 
FS-630 . 1060 .1030 . 1046 .0005 .0030 .0040 .0015 .0030 .0020 
FS-631 . 1060 . 1010 . 1036 .0010 .0050 .0040 .0015 .0025 .0030 
FS-632 . 1060 . 1045 . 1052 .0010 .0015 .0020 .0010 .0080 .0100 
FS-633 . 1055 . 1040 . 1048 .0010 .0015 .0015 .0015 .0035 .0020 
FS-634 . 1030 . 1025 . 1029 .0005 .0005 .0015 .0000 .0030 .0025 
FS-63S . 1050 . 1040 . 1046 .0010 .0010 .0015 .0000 .0020 .0010 
FS-636 . 1020 . 1000 . 1009 .0005 .0015 .0020 .0000 .0030 .0045 
FS-637 . 1050 .0995 . 1023 .0010 .0050 .0050 .0005 .0040 .0025 
FS-638 . 1090 . 1050 . 1068 .0010 .0040 .0050 .0005 .0040 .0045 
FS-639 . 1050 . 1040 .1046 .0010 .0010 .0015 .0000 .0050 .0030 
FS-640 . 1060 . 1040 . 1048 .0010 .0020 . 0025 .0005 .0030 .0030 
FS-641 . 1060 . 1025 . 1042 .0010 .0030 .0035 .0005 .0030 .0045 
FS-642 . 1065 . 1050 . 1058 .0010 .0015 .0020 . 0005 .0020 .0025 
FS-643 .1040 . 1020 . 1030 .0005 .0020 .0030 .0005 .0045 .0045 
FS-644 . 1065 . 1040 .1055 .0015 .0020 .0010 .0003 .0040 .0020 
FS-645 . 1040 . 1010 . i024 .0005 .0030 .0010 .0005 .0020 .0020 
FS-646 . 1065 . 1040 . 1053 .0010 .0015 .0020 .0005 .0030 .0015 
FS-447 . 1020 . 1000 . 1014 .0010 .0020 .0015 .0005 .0030 .0030 
FS-648 .1080 . 1050 . 1066 .0005 .0030 .0030 .0010 .0030 .0010 
FS-649 . 1050 . 1030 . 1043 .0010 .0020 .0015 .0005 .0025 .0030 
FS-650 . 1050 . 1035 . 1043 .0010 .0015 .0010 .0005 .0040 .0045 
FS-651 . 1065 . 1050 . 1053 .0015 .0015 .0020 .0000 .0055 .0050 
FS-652 . 1060 . 1040 . 1051 .0010 .0020 .0025 .0005 .0020 .0030 
FS-653 .1065 . 1040 . 1054 .0005 .0025 .0020 .0005 .0020 .0015 
FS-654 . 1050 . 1020 . 1038 .0010 .0030 .0030 .0000 .0080 .0080 
FS-655 . 1080 . 1070 . 1077 .0010 .0010 .0015 .0000 .0015 .0025 
FS-656 . 1040 . 1030 . 1033 .0010 .0010 .0015 .0005 .0030 .0015 
FS-6S7 . 1050 . 1030 . 1042 .0010 .0020 .0020 .0000 .0020 .0015 
FS-658 . 1050 . 1040 . 1047 .0010 .0010 .0015 .0005 .0025 .0015 
FS-659 .0980 .0950 .0966 .0010 .0025 .0030 .0005 .0050 .0050 
FS-660 .1055 . 1050 . 1051 .0005 .0005 .0010 .0000 .0025 .0015 
FS-661 . 1070 . 1055 .1061 .0010 .0010 .0020 .0005 .0045 .0030 
FS-662 . 1045 . 1035 . 1041 .0005 .0010 .0010 .0000 .0040 .0010 
FS-66 3 . 1060 . 1015 . 1039 .0005 .0045 .0050 .0005 .0030 .0015 
FS-664 . 1045 . 1020 . 1031 .0005 .0025 .0025 .0000 .0035 .0030 
FS-665 .1060 . 1050 . 1057 .0010 .0010 .0010 .0005 .0025 .0020 
FS-666 . 1040 . 1010 . 1025 .0010 .0025 .0030 .0005 .00 35 .030 
FS-667 . 1070 . 1040 . 1056 .0010 .0020 .0020 .0020 .0030 .0020 
FS-668 . 1030 . 1010 . 1021 .0010 .0020 .0020 .0010 .0030 .0030 
FS-669 . 1055 . 1030 . 1044 .0010 .0020 .0020 .0010 .0035 .0030 
FS-670 . 1055 . 1040 . 1049 .0015 .0015 .0025 .0050 .0040 .0040 
FS-671 . 1050 . 1040 . 1046 .0005 .0010 .0010 .0005 .0030 .0020 
FS-672 . 1060 . 1040 . 1050 .0000 .0020 .0020 .0000 .0035 .0050 
FS-673 . 1060 . 1030 . 1049 .0020 .0030 .0030 .0005 .0020 .0015 
FS-674 .1075 . 1040 . 1057 .0010 .0035 .0040 .0010 .0020 .0020 
FS-675 . 1050 . 1030 . 1043 .0010 .0020 .0025 .0000 .0020 .0005 
FS-676 .1065 . 1050 . 1056 .0050 .0015 .0020 .0005 .0020 .0010 
FS-891 . 1070 . 1035 . 1050 .0010 .0030 .0020 ,0005 .0015 .0010 
FS-892 . 1080 . 1035 . 1055 .0010 .0045 .0045 .0005 .0045 .0035 
FS-893 . 1060 . 1020 . 1040 .0010 .0035 .0035 .0010 .0020 .0025 
KS-39". . 1045 .1030 . 1039 .0010 .0015 .0020 .0050 .0040 .0040 
FS-895 . 1040 . 1020 . 1032 .0010 .0015 .0010 .0000 .0035 .0025 
FS-896 . 1010 .0975 .0994 .0005 .0035 .0035 .0000 .0035 .0070 
FS-897 . 1035 . 1010 . 1026 .0010 .0025 .0040 .0010 .0025 .0015 
Avg. . 1053 . 1030 .1042    .0010 .0022 .0024 .0007 .0033 .0029 
Std.  Dev. x.0018 ±.0020 1.0018 ±.0006 1.0011 I.OOI: 1.0009 1.0013 t.0017 

DRB-398 • 6 . 1000 . 1050 .0020 .0060 .0060 .0060 .0030 .0030 
Notes: 
1.     Vim tion in at raightnei s or thickne ss o f wall sh. ill not ex cecd .006 in any axi il plane. 
c.     Vim tion of wi ill thickn earn in any trans 'crse pla ne shall -.ot excee< 1.002. 
3.     The i ndicated i nenurcr nciu at each dati m is tiie total ind cator run o. t of the 1 iner's 

outsi de surface* • relative tn the  register diameter .    The di [fcrence 1 >etween the runout 
at the two datu m planes is an indication of the lac •k of per jrnd irulai ity of the r egi ster 
plane and the 1 iner axis . 

4.      l.owe r H*ium i » .484 :n rh ahov*  »hr  1-1-: c; upper i.u.» ;. 7.0 2 i n c r. e s afjove ba 5 e.               1 
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Table  X 
Penetration  Data 

"As Drawn" DM398 Cenes 

t: 

- 

Round No. Lb*. Comp B Stondoff Penetration Mot.Spreod St d Oev 
(in.) (inches MS.) (inches) (inches) 

FS851 2.58 4.0 19.31 
FS852 2,58 II 19.38 
FS853 2.60 •• 19.18 
FS854 2.58 " 18.25 
FS85S 2.60 " 18. 19 

Avg.   18.86 1.19 ±0.59 

FS856 2.58 7.5 21.00 
FS857 2.58 " 18.94 
FS858 2.60 " 22. 18 
FS859 2.58 " 19.38 
FS860 2.58 " 19.38 
Q761 2.60 " 20.75 
Q764 2.58 " 20.25 
Q765 2.60 n 19.62 
Q776 2.60 " 20.38 
Q777 2.60 It 19.12 

Ava.   20. 10 3.24 il.Ol 

FS861 2.56 15.0 22.25 
FS862 2.56 " 19.31 
FS863 2.58 ii 21.06 
FS864 2.56 " 23. 18 
FS865 2.60 " 20.31 

Avg.   21.42 3.87 ±1.57 

FS866 2.58 22.5 18.06 
FS867 2.58 •• 18.25 
FS868 2.58 " 23.75 
FS869 2.58 " 21.62 
FS870 2.60 II 20.44 

Avg.   20.42 5.69 ±2. 39 

Q584 2.58 31.0 14.44 
Q797 2.62 II 17.31 
Q798 2.60 " 25.06 
Q799 2.62 " 13.25 
Q800 2.64 |l 15. 12 

Avg.    17.03 11.81 ±4.73 

Q801 2.60 37.0 23.38 
Q802 2.62 II 18.50 

0803 2.64 II 18.31 
Q804 ?.62 " 15.00 
Q805 2.62 II 11.25 

Avg.    17.29 12. 13 ±4.51 

Q806 2.62 42.0 14.94 
Q808 2.S3 

!' 12.06 
Q809 2.62 " 12. 18 
Q8I0 2.60 " 12.69 
Q811 2.62 II 14.25 

Avg.   13.22 2.88 ±1.30 

Note*: 
1,    Cone* assembled in DR C376 test as semblies.    Booster s were plac ed in 

ba«e plug*. 
2.    Loaded at Ravenna Ar* enal,   BAT L ot 22 and 27.  with C omposition B   from 

Holston Lot No.   3-126 i .nd 4-1197. 
3.    All round* were tested at Erie Ord nance Depot at 0 rev /sec. 
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Table XI 
Penetration Data 

Recoinad  0RS398  Cones 

"7 

Round No. Lbs. CompB Standoff 
(inches) 

Penetration 
(inches M.S.) 

Max. Spread 
(in.) 

Std Oev. 
(in.) 

FS555 
FS557 
FS558 
FS559 
FS560 

2.48 
2.44 
2.44 
2.48 
2.44 

7.5 

ii 

ii 

II 

20. 18 
18.62 
19.25 
19.50 
20.62 

Avg.    19.63 2.00 ±.79 

FS109' 
FS1092 
FS1093 
FS1094 

2.62 
2.62 
2.60 
2.62 

30.0 
II 

II 

II 

15.38 
23. 12 
21.00 
16.75 

Avg.    19.06 7.74 ±3.62 

FS1095 
FS1096 
FS1097 
FS1098 
FS1099 

2.58 
2.60 
2.60 
2.60 
2.60 

36.0 
II 

II 

II 

II 

22.94 
21.31 
12.00 
24.62 
15.75 

Avg.    19.32 12.62 ±5.28 

FS1100 
FSllOl 
FS 1102 
FS1103 
FS 1104 

2.60 
2.58 
2.60 
2.62 
2.59 

42.0 
n 

II 

II 

II 

19.81 
21.88 

8.62 
17.94 
19. 12 

Avg.   17.47 13.26 ±5. 16 

Notes: 
1. Cones assembled in DRC376 test assemblies.    Boosters were placed in base plugs. 
2. Loaded at Ravenna Arsenal,  BAT Lot No.  12 and 27,  with Composition B from 

Holston Lot 3-126 and 4-1197. 
3. All rounds were tested at Erie Ordnance Depot at 0 rev/sec. 
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Table XII 
Penetration Data 

Machinmd DRB398-6 Cones 

. 

Pound No Lbs.Com.) B 
Standoff 

(inches) 
Penetration 
(inches MS.) 

Max. Spread 
(in.) 

Std Dev 
(In.) 

FS627 
FS628 
FS629 
FS630 
FS631 

?..58 
2.58 
2.58 
2.56 
2.58 

4.0 

It 

1 1 

18. 19 
18.50 
13.50 
18. 19 
18.56 

Avg.    18.39 0. 37 ±. 18 

FS632 
FS633 
FS634 
FS635 
FS636 

2.58 
2.58 
2.60 
2.58 
2.58 

7.5 
tt 

11 

II 

II 

19.94 
20.56 
19.56 
19. 12 
20.50 

Avg.   19.94 1.44 ±.62 

FS637 
FS638 
FS639 
FS640 
FS641 

2.58 
2.56 
2.58 
2.58 
2.58 

15.0 
II 

II 

It 

II 

21.88 
20.75 
20.81 
22.31 
21.75 

Avg.    21.50 1.56 ±.69 

FS642 
FS643 
FS644 
FS645 
FS646 

2.60 
2.58 
2.60 
2.58 
2.58 

22.5 
It 

It 

tl 

19.81 
22.25 
21.69 
22.00 
20.62 

Avg.   21.27 2.44 ±1.03 

FS662 
FS663 
FS664 
FS665 
FS666 

2.60 
2.58 
2.60 
2.58 
2.60 

30.0 
It 

It 

11 

tl 

17.25 
13. 18 
20. 12 
22. 12 
22.25 

Avg.    18.98 9.07 + 3.83 

FS667 
FS668 
FS669 
FS670 
FS671 

2.58 
2.60 
2.60 
2.60 
2.58 

36.0 
It 

tl 

II 

II 

19. 31 
20.06 
21.75 
18. 18 
21.69 

Avg.    20.20 3.57 ±1.57 

FS672 
FS673 
FS674 
FS675 
FS676 

2.58 
2.60 
2.58 
2.60 
2.60 

42.0 
11 

II 

11 

1 1 

23.62 
23.69 
19.94 
15. 18 
19.94 

Avg.   20.47 8.51 ±3.50 

Notes: 
1. Cones assembled in DRC376 test assemblies.    Boosters were placed in base plug*. 
2. Loaded at Ravenna Arsenal,   DAT Lot 23 and 27,   with Composition B from Holston 

Lot No.   3-126 and 4-U97. 
3. All rounds were tested at Erie Ordnance Depot at 0 rev/sec. 
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Fig. o.    Penetration Venus Standoff. 
Drawn,  Rccoincd »nd  Mtchintd Con.i, 

9 

Composite Cone Study 

The program for evaluating the per- 
formance of composite or bimetal cones 
has been completed. The behavior of cop- 
per cones, copper cones with thin alumi- 
num inserts, and of both steel and alumi- 
num cones with thin copper inserts, has 
been determined at 0 and 30 rev/sec. 
In each case, the composite cone is com- 
posed of an outer shell . 080 in thick and 
a thin insert .020 in thick pressed and 
rolled into the outer shell. Fig. 7 shows 
the complete assembly. The copper used 
was hard drawn oxygen-free electrolytic 
copper, QQC 576; the steel was SAE 1010 
cold drawn bar; the aluminum was 24S-T4 
bar. Both shells and inserts were ma- 
chined. The cones were assembled in 
modified DRC376 test assemblies, as 
shown in Fig.   8. 

Cone inspection data are shown in 
Table XIII and the penetration data are 
shown in Table XIV. Fig. 9 shows the 
penetration data in a graphical form. 

At 30 rev/sec the penetration differ- 
ential between the types of composite cones 
is not large, but at 0 rev /sec substantial 
differences are noted. Early tests with com- 
posite cones seemed to show that the 
penetration achieved by the jet was deter- 
mined largely by the metal comprising 
the jet. It was therefore anticipated that 
the steel and aluminum cones with copper 
inserts would show penetrations approxi- 
mating these of the copper cones, and that 
the copper cones with aluminum inserts 
would be decidedly inferior. It is sur- 
prising, therefore, to note that these 
latter cones were much the best of the 
composite cones, and that the copper in- 
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sert in the steel and aluminum cones did 
not alter the penetrations from those which 
would be normally expected for plain steel 
and aluminum cones without inserts. Fig. 
10 illustrates a sectioned target plate and 
slug for round number FS762, and shows 
that the copper insert was sufficiently 
heavy to provide adequate material for 
the jet. The excellent penetration of the 
copper cone with aluminum insert is the 
first obtained in this laboratory in which 
a jet, presumably composed primarily 
of aluminum,   has demonstrated good 

penetration. This is of considerable im- 
portance in the light of the greater damage 
beyond the target caused by aluminum 
jets (NAVORD REPORT "Shaped Charge 
Damage Beyond Armor" presented as a 
part of a Symposium on Shaped Charges 
at Aberdeen Proving Ground, BRL Re- 
port 837, page 359). These experiments 
will be continued in an effort to determine 
a more optimum composite liner design, 
and to determine the relative damage be- 
yond the armor. 

Fig.  7.    Composite Cone  Assembly 
Firctlon*   Drawinq   No    DR8660 

(MAT,   BlAk.   ttHSXS) <<^" 

f- ̂ \VS:\T\X\\\\XT 

^\\W   \N 

Fig.   8.    Modified  Test  Assembly. 
DRC376   Penttr.don   Body    Not*  and   Ring    DRB660  Cone. 
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Table XIII 
Inspection Data 

Composite  Cones,  DRB660 

Con* No I 
j 

Woll Thickness     (in.) Max Variation WT Max Wall Wovintssl Concentricity^ I.R. 
Max Mm Ave. Trans Long ID. O.D. Base Datum' Aoex Datum tone Tipm Body Assy 

Spec.     i . 100 .095 -- .001 .003 .003 .00 3   | .0030 .0030 .015 (Norn) 
Solid Copper 

.097 .0979 .002 .002 .001 <. 00 1 .0030 .0030 .010 FS750 .099 
FS751 .096 .094 • 0S46 <.001 .001 .002 C.001 .0035 . 00'. 5 .015 
FS752 .099 .096 .0973 .002 .003 .001 .001 .0020 .0020 .014 
FS753 . 100 .096 .0982 .001 .004 .004 .001 .0020 .0025 .007 
FS754 . '.00 .098 .0994 .001 .002 .001 .001 .000' .0010 .017 
FS755 . 100 .097 .0988 <.001 .002 .002 <.001 .0010 .0015 .007 
FS75b .099 .096 .0972 .001 .003 .003 .001 .0030 .0060 .006 
FS757 .101 .093 . 1000 .002 .003 .002 <.001 .001C .0020 .009 
FS758 . 102 .098 . 1006  1   .002 .004 .003 <.001 .0020 .0025 .K13 
FS759 . 100 .098 .0988  1   .002 .002 .002 .001 .0045 .0050 .022 
Avg. .0997 75968 .0983   \   .0015 .0026 .0021 75oTo .0023 .0030 .0120 

Std. Dev , ±.0018 ±.0013 ±.0017     ±.0005 1.0010 ±.0010 -- ±.0013 1.0017 ±.0052 

Copper Insert in Steel Shell (20% Cu) 

.004 .004 .005 .0045 .0065 .016 FS760 .098 .092 .0953  [   .003 
FS761 .096 .095 .0953  1   .001 .001 .001 .002 .0010 .0015 .011 
FS762 . 102 .097 .1001   1   .003 .004 .002 .003 .0040 .0045 .009 
FS763 .101 .094 .0975   1   .002 .005 .004 .001 .0030 .0035 .028 
KS764 .101 .097 .0992  |   .001 .003 .002 .001 .0015 .0020 .019 
FS765 . 106 . 101 . 1039 .002 .004 .005 .003 .0020 .0025 .004 
FS766 . 101 .098 .0994 .001 .00 3 .002 .002 .0025 .0020 .007 
FS767 . 105 .091 .0986 .003 (.014) (.011) .004 .0035 .0035 .020 

FS768 .097 .092 .0942 .004 .0>. .005 .002 .0010 .00 to .011 

FS769 
Avg. 

. 102 

. 1009 
.099 
.0956 

. 1006 .001 
TSoTi 

.003 
75oTo 

.003 
75528 

.00? 

.0025 
.0035 
.0027 

.0020 

.0632 
.023 
.0148 .0984 

Std.  Devi 1.0032 ±.0034 ±.0029 ±.0011 1.0012 1.0015 1.0013 1.0013 1.0016 1.0077 

Aluminum Insert in Copper Shell (20% Alu ninum) 

.005 .001 .0045 .0025 .030 FS770 .105 .099 . 10C6 .007 .005 
FS771 . 102 .098 . 1000 .002 .003 .004 .001 .0020 .0025 .048 
FS772 .1-2 .096 .0994 .002 .004 .004 .001 .0040 .0040 .029 
FS773 .101 .098 .0990 .003 .003 .003 .001 .0015 .0010 .013 

FS774 .105 .097 . 1C03 .005 .008 .007 .002 .0060 .0045 .029 
FS775 .103 .097 .0999 .001 .006 .004 <. 001 .00 30 .0030 .013 
FS776 . 100 .095 .0966 .004 .005 .004 <.001 .0035 .0050 .023 
FS777 .099 .093 .0950 .006 .006 .003 .002 .0020 .0040 .014 
FS778 . 100 .096 .0971 .004 .004 .003 .002 .0015 .0060 .031 

FS779 .099 .095 .0970 .002 .003 .003 .002 .0015 .0030 .008 
Avg. . 1016 709T4 .0985 75376 75047 75540 755T4 .0030 .0636' .0232 
Std.  De/.  1.0C2 3 ±.0018 ±.0019 ±.0020 1.0017 1.0013 1.0005 1.0016 1.0015 1.0119 

Copper Insert in Aluminum Shell (20% Cu) 

.003 .002 .002 .0010 .0010 .010 FS780 .101 .098 .0996 .001 
FS781 . 104 . 100 . 1018 .004 .003 .004 .003 .0010 .0010 .016 

FS782 . 102 .099 . 1006 <. 001 .003 .002 .002 .0025 .0020 .011 

FS783 .099 [ . 092) (.0951) .002 .006 .006 .004 .0015 .0010 .014 
FS784 .103 .098 . 1007 .001 .005 .005 .002 .0010 .0020 .018 
FS785 . 102 .099 . 1004 <.001 .003 .003 .002 .0020 .0020 .004 

FS786         .103 . 100 . 1015 <. 001 .003 .003 .004 .0010 .0010 .006 
FS787 .103 .099 . 1007 .004 .002 .004 .003 .0015 .0030 .005 

FS788 . 102 .098 . 1004 .002 .004 .003 .003 .0015 .0010 .020 

FS789 . 103 . 100 . 1006 .003 .003 .002 .004 .0020 .00i5 .006 
Avg. . 1022 .0990 . 1007 .0020 .0035 .00 34 75029    .0015 .0017 .0110 
Std.  DeJ. 1.0012 ±.0009     ±.0007 ±.0013 1.0012 1.C0M     i.0009 1.0006 1.0008 1.0058 
Notes: 
1.      Brackets indicated figures are omitted from the averages. 
2.     The indicated measurement at each datum is the total indicator runout 

of the liner's outside surface relative to the register diameter.    The 
difference between the runout at the two datum planes is an   indication 
of the lack of perpendicularity of the register plane and the liner axis. 

3.      Lower datum is .484 inch above the base; upper datum 3. 120 inches 
above the base. . 
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Table XIV 
Penetration Data 

Composite Cones, DRB660 

Round No Type Cont 
Lb»      |RW Penetration Max.Spreod Std Oev 

CompB   j   Sec (inches M.S.) (in) (in) 
FS755 Copper 2.48   ' 0 19.88 
FS7r>6 Copper 2.48   :0 19.81 
FS757 Copper 2.48   : 0 19.25 
FS758 Copper 2.48    j 0 19.69 
FS759 Copper 2.48    | 0 20.88 

Avg. 19.90 1.63 ±.53 

FS750 Copper 2.50 30 13.75 
FS751 Copper 2.50 30 13.38 
FS752 Copper 2.48 30 14. 18 
FS753 Copper 2.46 30 13.56 
FS754 Copper 2.48 30 

' "H- 

14.81 
13.94 1.43 ±.51 

FS765 Cu. lniert/Steel Shell 2.50 0 14.94 
FS766 It 2.48 0 13.38 
FS767 |i 2.50 0 ii.62 
FS768 M 2.46 0 17.50 
/S769 11 2.50 0 

Avg. 
17.56 
15.40 4. 18 ±1.83 

KS760 Cu.  Insert/Steel Shell 2.50 30 11.25 
FS761 " 2.50 30 11.06 
FS762 ti 2.52 30 11.94 
FS763 ti 2.52 30 11.75 
FS764 «i 2.52 30 

Avg. 
10.94 
11.39 1.00 ±.39 

i^S775 Alum.   Insert/Copper Shell 2.50 0 18. 12 
FS776 " 2.50 0 16.88 
FS777 " 2.52 0 18.00 
FS778 " 2.50 0 16.38 

j . S779 2.50 0 
Avg. 

18.69 
17.61 2.31 ±0.85 

FS770 Alum.   Insert/Copper Shell 2.52 30 12.06 
FS771 " 2.50 30 8.62 
FS772 it 2.50 30 13. 12 
FS773 " 2.50 30 13. 18 
FS774 2.50 30 

Avg. 
10.88 
11.57 3.56 ±1.70 

KS785 Cu.  Insert/Steel Shell 2.50 0 12.38 
FS786 " 2.50 0 11.44 
FS787 11 2.50 0 10.81 

! FS788 " 2.52 0 12.38 
i KS789 

| 
2.50 0 

Avg. 
8.62 

11. 13 3.76 ±1.38 

FS780 Cu.  Insert/Alum.  Shell 2.50 30 9.50 No Slugs 
FS781 " 2.50 30 8.94 were observed. 
FS782 " 2.50 30 8.56 Apparently 
FS783 " 2.50 30 9.12 disintegrated. 
FS784 

" 2.52 30 
Avg. 

9.31 
Q,nq n.94          •   \? 

Notes: 
1.         DR Ci76   test bodies .  rings,  and base plugs. 
2.         Sta idoff held constant al 7.5 inch es. 
3.         All cones of the DRB660  type.  Si mple apex. 
4.          Lo; ided at Ravenna Arsenal,   BA1 " Lot No.  26 wi th 

C01 np B o( Holston Lot 3-126. 
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Fig.   10.     Section  Through   Penetration   Block. 
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Future 

1. Effect of Internal Tee Contour. Three 
new tee designs are to be evaluated. 

2. Scaling Studies. Two series of scaling 
studies are planned. One series with 
simple apex copper cones is geometri- 
cally scaled to 75, 90 and 105mm. The 
other series uses DRB398 cones (with 
short spitback of constant size) with height 
and wall thickness adjusted to 75, 90 and 
105mm size. 

3. Cones Made of Zinc and Aluminum 
are to be tested for penetration. Pene- 
trations approaching those of copper cones 
have been reported for certain alumi- 

Program 

num and zinc alloys. 

4. Composite Cone Study. A series of 
tests using cooper cones with aluminum 
inserts will be tested. 

a. . 080-inch thick copper shell and 
. 020 and . 040-inch aluminum insert (24S- 
T4). 

b. .100-inch thick copper shell and 
. 020 and . 040-inch aluminum insert (24S- 
T4). 

c. Same as (a) and (b) but using 2S-F 
aluminum instead of 24S-T4. 
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FUZES 

~1 

Testing of T267E13 Base Elements 
(Superquick and Delay) 

A combination superquick and delay 
fuze, T267, was described in the Thir- 
tieth and Thirty-First Progress Reports. 
Certain modifications, designed to im- 
prove the ease of initiation of the M21 
detonator, have been made and tested. 
The modifications are shown in Fig.  11. 

I. Drop Test on Functioning of Delay Train 

Six T267 fuzes were drop-tested to 
study the functioning of the delay train. 
They were loaded with M2 delay deto- 
nators, tetryl leads and M21 detonators. 
Four assemblies T267E13, had .187-inch 
diameter holes in the M2 detonator sleeves 
for the escape of gases, while the re- 
maining two fuzes, T267E11 with tetryl 
leads, had escape holes .0625 in. in dia- 
meter. The .187-inch diameter is larger 
than used in previous tests. 

The four fuzes (T267E13) with the . 187- 
inch diameter holes functioned the M21 
detonator while the two assemblies with 
the .0625-inch diameter hole failed to 
function the detonator even though they 
did have the special tetryl lead.    These 

results indicate that the failure of other 
assemblies (T267E11) to function the M21 
detonator (reported in the Thirty-First 
Progress Report) was due to the small 
j;ize (.0625 in,) of the gas escape hole 
in the sleeve. 

2.  Field Test of T267E13 Fuzes 

Seven projectiles equipped with T267E13 
fuzes and spotting charges were fired 
against a 4-inch bursting screen at a 
range of 200 yards. All fuzes were set 
so that both the superquick and delay 
elements would be activated. Therefore, 
in the observations a superquick function 
would obscure a delay function. Ob- 
servers reported that one fuze functioned 
superquick at the screen and four func- 
tioned as delay fuzes. There was some 
disagreement among observers as to the 
functioning of a sixth. One fuze did not 
function. This fuze had been very erratic 
in earlier centrifuge tests. Omitting 
the disputed round, five of six fuzes func- 
tioned. The failure of the rounds to func- 
tion superquick is attributed to inadequate 
travel in the rotor contact. This con- 
dition is being corrected. 

Table XV is a copy of the firing record. 

MAI? RIAL.   CMANSPO AlfOM 
f£P r/mgA' TO COLO eoLLfp 
srrei. 

TrrmYL rtttrr 
AOOCO HOLE nzt   :*C*tAlED 

TO. 1*7" 

Fig.   II.    Modifications to T267  Fuze Base Element. 
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T223E2  Mechanical  Superquick  and 
Delay Fuze 

Ten T223E2 fuzes, Twenty-Sixth and 
Twenty-Eighth Progress Reports, were 
set to function as delay fuzes and were 
fired against a 4-inch wooden bursting 
screen at a range of 2 00 yards. Five 
of the ten fuzes were observed to function. 
One of the rounds that failed to function 
went through a hole produced by a previous 
round. Inspection of the two-layer burst- 
ing screen after the firing was completed, 
revealed that the rear layer had been badly 
damaged (17 rounds total had been fired 
against il). The inertia element of the 
fuze is designed to use nearly the entire 
impulse from impact with a 4-inch thick 
screen. It is possible, therefore, that the 
impacts on the damaged screen were not 
adequate to actuate the fuze system. Fur- 
ther tests are planned. 

Test   of   DRA726   Nose   Elements   in 
T138ES7 and Tl 19E11 HEAT Projectiles 

The programs proposed in the Thirtieth 
and Thirty-First Progress Reyorts,   for 
the testing of DRA726 nose elements in 
HEAT   rounds have beer, completed at 
Aberdeen. Proving G/ound.    Table  XVII 
is a summary of the  results. 

Of twenty-six fair hits on the armor 
plate (both normal and at 64 obliquity) 
twenty-five functioned properly. All eight 
T138E57 type projectiles functioned satis- 
factorily against both 2-inch and 4-inch 
wooden screens, but none of the six T119E11 
projectiles fired against wooden screens 
functioned. Both the nose element and 
the nose of the TU9E11 are being redesigned 
for increased sensitivity. 

Table XVI is a copy of the firing record. 

1. Test T222E5 base elements in live 
loaded HEAT shell. 

2. Evaluate the "inverted" firing sys- 
tem using 9GA20 No. 1 rectifiers and 
condensers in projectiles having burster 

Future  Program 
charges. 

3. Continue tests with T267E13 fuze 
base elements. 

4. Continue tests with T223E2 fuzes. 

2!» 
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Table  XVII 
Test  Da'a 

DRA726  Nose Clement  Tests 

Round No. 
11 
64 
75 
70 
68 
78 
73 
63 
66 
73 
74 
77 
71 
80 
61 
69 
67 
76 

59 
29 
24 
36 
27 
42 
51 
46 
21 
35 
28 
32 
48 
20 
41 
52 
16 
31 
18 
58 
50 
57 
49 
11 
55 
23 
15 
37 
47 
56 
22 
25 
60 
53 

T«rg«t Comments 

n. Wood Failed on wood, functioned down range. 
n. Wood Missed target, no function down range. 
n. Wood Missed target, functioned  down range. 
n.  Wood Failed on  wood and down range. 
n.  Wood Wouldn't chamber. 
i!.  Wood Failed on wood and down  range. 
n.  Wood Failed on wood, functioned down range. 
n. Wood Wouldn't chamber. 
n.  Wood Failed on wood, low order down range. 
n. Wood Failed on wood and down  range. 
n. 64    Armor Functioned  high order. 

Armor Functioned low order   (nose did  not hit) 
Armor Functioned  high order. 
Armor Functioned high on'.-r. 
Armor Functioned high order. 
Armor Functioned high order. 
Armor Functioned high order. 
\rmor Functioned high order. 

n. 64 
n. 64 
n. 64 
n. 64 
n. 64 
n. 64 
n. 64 

n.  Vertical  Armor 
n. Vertical  Armor 
n. Vertical Armor 
n. Vertical  Armor 
n. Vertical  Armor 
n.  Vertical  Armor 
n. Wood 
n. Wood 
n. Wood 
n.  Wood 
n. 64    Armor 
n. 64    Armor 
n. 64    Armor 
n. 64'  Armor 
n. 64    Armor 
n. 64    Armor 
n. 6*4 '   Armor 
n. 64"   Armor 
n. 64    Armor 
n. 64    Armor 
n. 64    Armor 
n. 64    Armor 
n. 64    Armor 
n. 64    Armor 
n. 64    Armor 
n. 64    Armor 
n. 64"  Armor 
n. 64'   Armor 
n. 64    Armor 
n. 64    Armor 
n. 64'   Armor 
n. 64    Armor 
n. 64    Armor 
n. 64    Armor 

Misfire. 
Functioned high order. 
Functioned high order. 
Functioned high order. 
Functioned high order. 
Functioned 
Functioned 
Functioned 
Functioned 
Functioned 

high 
high 
high 
high 
high 

order, 
order, 
order, 
order, 
order. 

Wouldn't chamber. 
Functioned high order. 
Functioned 
Functioned 
Functioned 

high 
high 
high 

order, 
order, 
order. 

Wouldn't chamber. 
Functioned high order. 
Wouldn't chamber. 
Functioned high order. 
Functioned 
Functioned 
Functioned 
Functioned 

high 
high 
high 
high 

order, 
order, 
order. 
order. 

Functioned high order. 
Didn't function. 
Functioned high order. 
Functioned high order. 
Functioned high order. 
Functioned high order. 
Wouldn't chamber. 
Functioned high order. 
Functioned high order. 
Functioned high order. 
Functioned high order. 
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MANUFACTURING SUMMARY 

In addition to the experimental materiel 
prepared for the research and development 
work under contracts DA-33-019-ORD-33 and 
DA-33-019-ORD-1202, described in preceding 
progress reports and in the preceding pages of 
this report, the following have been manufac- 
tured and shipped to the installations indicated. 

Firestone's Defense Research Division, in ship- 
ping these items, transfers custody and control 
of the items to the receiving agencies. However, 
personnel of Defense Research Division will 
continue to collaborate with personnel of the 
other installations in any evaluation or engi- 
neering tests involving these items. 

I Cartridges, TI19E11, Metal Parts Assembly, 
1,  1953 355  (Live) 
1, 1953 930  (Inert) 
1,  1953 30  (Inert) 
1,  1953 50  (Inert) 
5,  1953 300  (Inert) 

Mar.   12,  1953 300  (Live) 
Mar.  14,  1953 25  (Inert) 
Mar.  19,  1953 _300  (Inert) 

Total to Mar. 31,  1953 2290 
II Rifles, T137E3, for ONTOS 

Prior to Mar. 
Mar. 
Mar. 
Mar. 
Mar. 

w/o Fuze T208E7 
Picatinny Arsenal 
Picatinny Arsenal 
Aberdeen Proving Ground 
Frankford Arsenal 
Picatinny Arsenal 
Picatinny Arsenal 
Aberdeen Proving Ground 
Picatinny Arsenal 

Prior to Mar.     1, 
Mar.    6, 
Mar.  16, 
Mar. 25, 

Total to Mar. 31, 
Balance on Order 

1953 
1953 
1953 
1953 

1953 

III    Mounts, T152E4, for ONTOS 

Prior to Mar. 1, 1953 
Mar. 6, 1953 
Mar. 16, 1953 
Mar. 25,  1953 

Total to Mar. 31, 1953 
Balance on Order 

10 Ser. Nos. 3 to 11, 15 Allis-Chalmers 
4 Ser. Nos. 14, 16, 17, 20 Allis-Chalmers 
2 Ser. Nos. 12, 23 Allis-Chalmers 

_2_ Ser. Nos. 24, 25 Allis-Chalmers 

18 
4 

6 Ser. Nos. 
2 Ser. Nos. 
1 Ser. No. 

J_Ser. No. 

10 
2 

1 to 6 
7, 8 
9 

11 

Allis-Chalmers 
Allis-Chalmers 
Allis-Chalmers 
Allis-Chalmers 

:: 
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DISTRIBUTION 

Number 
of 

Copies NUMBERS INSTALLATION 
Office, Chief of Ordnance 

1 1 ORDTS 
2 2-3 ORDTA 
1 
1 

4 
'5 

ORDTQ 
ORDTR 

1 6 OBDTB 
1 7 ORDGU-SE 
1 8 ORDTU 

Artenals 

10 9-18 incl. Frankford 
2 
1 

1 

19-20 
21 

22 

Picatinny 
Springfield Armory 

Ordnance Districts 

Cleveland 

1 
Aberdeen Proving Ground 

2 23-24 Ballistics Research Laboratory 
1 25 Development and Proof Services 

Contractors 

2 26-27 Frigidaire Div. Gen. Motors Corp 
1 28 Winchester Repeating Arms Co. 
1 29 Remington Arms Co. 
1 30 National Forge & Ordnance Co. 
2 31-32 Midwest Research Institute 
2 33-34 Armour Research Foundation 
1 35 Carnegie Institute of Technology 
1 3* Arthur D. Little Co. 
1 37 The  fludd Company 
1 38 Franklin Institute 
1 44 Chamberlain Corporation 

U. S. Navy 

1 39 Bureau of Navy Ordnance 
2 40-41 Naval Ordnance Laboratory, 

White Oak 
1 42 Naval Ordnance Test Station. 

Inyokern 
1 43 Naval Proving Ground, Dahleren 
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